TEST PHOSPHATE PRETREATMENT AND

POWDERCOATING
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Film thickness

Gloss at 60 degree

Impact resistance

Bend test

Pencil hardness

Adhesion

Salt spray test
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28 Unit (RAL 7032)

Passed (Front/Reverse)
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